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Impurity excited states in GaAs low dimensional systems under applied electric
fields. C. A. Duque, N. Porras Montenegro. Brazilian Journal of Physics. 27/A (1997)
206-209.

The electrical hyperfine parameters in synthetic aluminogoethites. C. A. Barrero,
R. E. Vandenberghe, E. De Grave. Czechoslovak Journal of Physics. 47 No. 5
(1997) 533-536.

Mossbauer study on the combined effect of SO,> and CI ions on the corrosion
of low carbon steel. A. L. Morales, D. Cartagena, J. L. Rendon, A. Valencia, C. A.
Barrero, C. Dauwe. Hyperfine Interactions. (1997).

The influence of the sample properties on the electrical hyperfine parameters in
synthetic aluminogoethites. C. Barrero, R. Vanderberghe, E. De Grave, A. L.
Morales. Hyperfine Interactions. (1997).

The binding energies of shallow donor impurities in GaAs quantum-well wires
under applied electric fields. A. Montes, C. A. Duque, N. Porras Montenegro.
Journal of Applied Physics. 81 (1997) 7890-7894.

Description in a local model of the magnetic field distributions of Fe1-xNix
disordered alloys. J. Restrepo, G. A. Pérez Alcazar, A. Bohoérquez. Journal of
Applied Physics. 81 (1997) 4101-4103.

Monte Carlo study of the magnetic properties of Fe-rich Al-Fe disordered
alloys. J. Restrepo, J. M. Gonzalez, G. A. Pérez Alcazar. Journal of Applied Physics.
81 (1997) 5270-5272.

Effects of an applied electric field on the binding energy of shallow donor
impurities in cylindrical GaAs low-dimensional systems. C. A. Duque, A. Montes,
A. L. Morales, N. Porras Montenegro. Journal of Physics: Condensed Matter. 9
(1997) 5977-5987.

Study of point defects in silicon by means of positron annihilation with core
electrons. J. Kuriplach, T. Van Waeyenberge, C. Dauwe, D. Segers, N. Balcaen,
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A. L. Morales M. —A. Trauwaert, J. Vanhellemont, M. Sob. Materials Science Forum.
(1997).

Effects of applied electric fields on the infrared transitions between hydrogenic
states in GaAs low-dimensional systems. C. A. Duque, A. L. Morales, A. Montes,
N. Porras Montenegro. Physical Review B. 55 (1997) 10721-10728.

The effect of crystallinity and aluminium content on the applied-field
Mossbauer spectra of goethites. C. A. Barrero, R. E. Vanderberghe, E. De Grave.
Proceedings of the XXXII Zakopane School of Physics on Nuclear Methods in
Materials Science. (1997).

A qualitative analysis of the Mossbauer spectra of aluminous goethithes based
on existing models. C. A. Barrero, R. E. Vanderberghe, E. De Grave, G. M. Da
Costa. Conference Proceedings. 50 (1996) 717-720.

Espectro Auger y de emision en aleaciones metalicas de aluminio y magnesio.
Alvaro Luis Morales. Revista Mexicana de Fisica. 39 (1993) 913-923.

Luminescence from Bl.Sr,CaCu.O, and YBa,Cu;O;x films in the scanning
electron microscope. F. Dominguez-Adame, P. Fernandez, J. Piqueras, P. Prieto,
C, Barrero, M. E. Gémez. Journal of Applied Physics. 71 (1992) 2778-2782.

Theory of Auger core-valence-valence processes in simple metals. |. Total
yields and core-level lifetime widths. C. O. Almbladh, A. L. Morales,
G. Grossmann. Physical Review B. 39 (1989) 3489-3502.

Theory of Auger core-valence-valence processes in simple metals. |l
Dynamical and surface effects on Auger line shapes. C. O. Almbladh,
A. L. Morales. Physical Review B. 39 (1989) 503-516.

Many-body theory of auger processes in metals and semiconductors. C. O.
Almbladh, A. L. Morales. Series on Advances in Quantum Many-Body Theory: Recent
progress in many-body theories. (1988) 1-10.

Importance of surface effects and dynamical core-hole effects in Auger spectra
of metals and semiconductors. C. O. Almbladh, A. L. Morales.
Journal de Physique. 48 (1987) C9-879-890.
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Phonon effects in deep-level excitations in metals: beyond the linear screening
and linear coupling models. C. O. Almbladh, A. L. Morales. Journal of Physics F.

15 (1985) 991-1012.

Phonon effects in deep-level spectra of metals: Beyond the linear-screening
and linear-coupling models. C. O. Almbladh, A. L. Morales. Physical Review B.
(1983).

NACIONALES

Caracterizacion de la corrosion del acero en presencia de cloruros y sulfatos.
A. L. Morales, D. Cartagena, J. L. Rendon, A. Valencia, C. A. Barrero. Revista
Colombiana de Fisica. 29 (1997) 439-442.

Photoluminescence spectra in GaAs microsystems associated to shallow
impurities. C. A. Duque, N. Porras Montenegro. Revista Colombiana de Fisica. 29
(1997) 215-218.

Metodologia de analisis del espectro Mossbauer de la goethita. C. A. Barrero, R.
E. Vandenberghe, E. De Grave, A. L. Morales. Revista Colombiana de Fisica. 29
(1997) 447-450.

Effects of an electric field on the wave function and the binding energy of
shallow hydrogenic impurities in GaAs-(Ga,Al)As quantum boxes.
Julio C. Lozano-Cetina, Augusto Montes B., Nelson Porras Montenegro. Revista
Colombiana de Fisica. 29 (1997) 199-202.

Transformaciones constitucionales de las herrumbres de atmoésferas marinas
con el tiempo de exposicion. C. Rodriguez, C. Arroyave, G. Pérez, A. L. Morales.
Revista Colombiana de Fisica. 29 (1997) 455-458.

Estados de impurezas donadoras en sistemas de baja dimensionalidad de
GaAs bajo el efecto de un campo eléctrico externo. C. A Duque, A. Montes,
A. L. Morales, N. Porras-Montenegro. Revista Colombiana de Fisica. 28 (1996) 131-
136.

Persistent photoconductivity in oxygen deficient YBa.Cus;O7x Thin films. D.
Girata, B. Arenas, R. Hoyos, J. Osorio, M. E. Gémez, P. Prieto. Revista Colombiana
de Fisica. 28 (1996) 177-180.



_; e el
s
-
; ﬂ.‘ k _g.':l
VT

_-{1 ] ety

- it b
= B . srade Ealld
A e irtipa de Tads e

LNIVERSIDA I i G E

DE ARTIOOTA o et B N

The role of applied electric fields on the binding energies of shallow donor
impurities in GaAs quantum-well wires. A. Montes, C .A. Duque,

N. Porras-Montenegro. Revista Colombiana de Fisica. 28 No.2 (1996) 123-126.

Uso de la espectroscopia Mossbauer para el estudio de compuestos de hierro.
Dr. Charles Dauwey, Dr. Alvaro L. Morales. Informetal. 46 (1996).

Efecto del campo eléctrico sobre un hilo cuantico de GaAs con una impureza
presente y confinamiento infinito. A. Montes, N. Porras. Revista Colombiana de
Fisica. 27 (1995) 607-610.

Un estudio Modssbauer sobre goetitas sintéticas: primeros resultados. C.
Barrero, R. Vanderberghe, E. De Grave, G. Pérez. Revista Colombiana de Fisica. 27
(1995) 387-390.

Fotorrespuesta en peliculas delgadas superconductoras de YBa.Cu;O;.
deficientes de oxigeno. D. Girata, M. Gémez, P. Prieto. Revista Colombiana de
Fisica. 27 (1995) 507-510.

Efecto termoeléctrico transverso en peliculas delgadas superconductoras de
YBa.Cu;07... D. Girata, M. Gémez, P. Prieto. Revista Colombiana de Fisica. 27
(1995) 423-426.

Caracterizacion corriente-taje en junturas Bi.Sr.Y,05Ca095:Cu.0s -6/Au elaboradas
por un método de M.Q.A. E. Bacca, D. Sosa, E. Salinas, D. Girata, P. Prieto.
Revista Colombiana de Fisica. 27 (1995) 395-398.

Estudio por espectroscopia Mossbauer de aleaciones Fe-Ni desordenadas. J.
Restrepo, G. Pérez, A. Bohorquez. Revista Colombiana de Fisica. 27 (1995) 383-
386.

Microstructure characteristics of a apitaxial HTc thin films and SNS
heterostructures. M. Gémez, E. Bacca, D. Girata, E. Salinas, D. Sosa, P. Prieto.
Revista Colombiana de Fisica. 27 (1995) 479-482.

Catodoluminiscencia en peliculas de Bi.Sr.CaCu,Ox e YBa.Cu;O.. C. Barrero,
P. Prieto, M. E. Gomez, F. Dominguez-Adame, P. Fernandez, J. Piqueras. Anales
XV Congreso Nacional de Fisica (Armenia-Quindio). (1993).
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1998

INTERNACIONALES

Characterization of soil-oxide analogs by applied-field °*Fe Mossbauer
spectroscopy. E. De Grave, G. M. da Costa, L. H. Bowen, C. A. Barrero,
R. E. Vandenberghe. Hyperfine Interactions. 117 (1998) 245-270.

Hyperfine field distributions of disordered Fei4Niq alloys: An experimental and
theoretical study. J. Restrepo, Ligia E. Zamora, G. A. Pérez Alcazar, A. Bohoérquez.
Hyperfine Interactions. (1998).

Electric field effects on the states of a donor impurity in rectangular cross-
section vacuum/GaAs/vacuum quantum-well wires. A. Montes, C. A. Duque,
N. Porras Montenegro. Journal of Applied Physics. 84 (1998) 1-5.

Theoretical modeling of the photoluminescence spectra associated with free-
carrier to acceptor-impurity recombination in quantum-size GaAs wire crystals.
C. A. Duque, N. Porras Montenegro, A. Latgé, L. E. Oliveira. Journal of Applied
Physics. 83 (1998) 6199-6201.

Phase diagram of a highly diluted disordered Ising system: The Al-rich Al-Fe
system. J. Restrepo, G. A. Alcazar, J. M. Gonzalez. Journal of Applied Physics. 83
(1998) 7249-7251.

Density of shallow-donor impurity states in rectangular cross section GaAs
quantum-well wires under applied electric field. A. Montes, C. A Duque,
N. Porras Montenegro. Journal of Physics: Condensed Matter. 10 (1998) 5351-5358.

Binding energy of the ground and first few excited states of a shallow-donor
impurity in rectangular-cross-sectional area GaAs quantum-well wires under
applied electric field. A. Montes, C. A. Duque, N. Porras Montenegro. Physica
Status Solidi B. 210 (1998) 731-736.

Vacancies and vacancy-oxygen complexes in silicon: Positron annihilation with

core electrons. J. Kuriplach, A. L. Morales, C. Dauwe, D. Segers, M. Sob. Physical
Review B. 58 (1998) 10475-10483.
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The binding energy and the density of shallow donor impurity states in GaAs
quantum-well wires under applied electric fields. A. Montes, C. A. Duque, N.
Porras Montenegro. |l Workshop on optoelectronic materials and their applications.

(1998).

Radiative and nonradiative recombination processes in rectangular-cross-
section vacuum/GaAs/vacuum quantum-well wires. C. A Duque,
C. A. C. Mendonga, L. E. Oliveira. Il Workshop on Optoelectronic Materials and Their
Applications (Including Solar Cells). (1998).

The role of quantum confinement on the binding energy of some first excitons
states in GaAs quantum wells. W. Ospina, P. Aristizabal, R. L. Restrepo, F. Toro,
O. Arnache, H. Contreras, O. Panesso, A. Montes, C. A. Duque. Il Workshop on
optoelectronic materials and their applications. (1998).

Model calculation of the photoluminescence lineshape of electron to acceptor-
impurity recombination in GaAs quantum-wire microcrystals. C. A. Duque, N.
Porras Montenegro, A. Latgé, L. E. Oliveira. 24th International Conference on the
Physics of Semiconductors. (1998).

NACIONALES

Estudio de la corrosion del acero y del hierro por medio de la espectroscopia
Mossbauer del *’Fe. C. A. Barrero, A. L. Morales, L. M. Ocampo, C. E. Arroyave,
S. Penaranda. Memorias de la 5 Semana Técnica Nacional de Ingenieria
Metalurgica y de Materiales. (1998).

Monte carlo study of the magnetic behavior of Al-rich Al-Fe disordered alloys at
low temperature. J. Restrepo, G. A. Pérez Alcazar, J. M. Gonzélez. Revista
Colombiana de Fisica. 30 (1998) 161-164.

Lifetime of positrons trapped at defects in silicon. A. L. Morales, J. Kuriplach.
Revista Colombiana de Fisica. 30 (1998) 169-172.

Preparacién de peliculas delgadas de YBa2Cu306+x deficientes en oxigeno.
D. Girata, M. E. Gémez, P. Prieto. Revista Colombiana de Fisica. 30 (1998) 363-366.
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Analisis de la fotorrespuesta en peliculas delgadas epitaxiales de
YBa2Cu306+x. D. Girata, B. Arenas, J. Osorio, M. E. Gbmez, P. Prieto. Revista
Colombiana de Fisica. 30 (1998) 359-362.

1999

INTERNACIONALES

External-field Mossbauer studies of soil-related iron oxides and oxyhydroxides.
E. De Grave, G. M. Costa, L. H. Bowen, C. A. Barrero, R. E. Vanderberghe. Clays for
our future. (1999).

Magnetic properties of the highly diluted Al-Fe disordered system. J. Restrepo,
G. A. Pérez Alcazar, J. M. Gonzalez. Springer Proceedings in Physics: Computer
Simulation Studies in Condensed Matter Physiscs XI. 84 (1999) 27-31.

The effect of Al-content and crystallinity on the magnetic properties of
goethites. C. A. Barrero. R. E. Vandenberghe, E. De Grave. Hyperfine Interactions.
122 (1999) 39-46.

Magnetic properties of the mechanically alloyed FeooxMng1Alx system. J.
Restrepo, G. A. Pérez Alcazar, J. M. Gonzalez. Hyperfine Interactions. 122 (1999)
189-199.

Cu-Doped magnetite obtained by hydrolysis. A. L. Morales, H. Mosquera, C.
Arroyave. Hyperfine Interactions. (1999).

Synthesis of goethite from sulphate and chloride iron solutions in the presence
of Cu* and Mn* ions: characterization by Mésbauer spectroscopy. C. Arroyave,
G. Pérez, A. L. Morales. Hyperfine Interactions. (1999).

Density of impurity states and donor-related optical absorption spectra of
GaAs-(Ga,Al)As semiconductor heterostructures. C. A. Duque, A. Montes,
N. Porras Montenegro, L. E. Oliveira. Journal of Physics D: Applied Physics. 32
(1999) 3111-3116.

Theoretical study of the density of shallow-acceptor impurity states in
quantum-size GaAs microcrystals. C. A. Duque, A. Montes, N. Porras Montenegro,
L. E. Oliveira. Semiconductor Science and Technology. 14 (1999) 496-500.
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Density of shallow-donor impurity states in gallium arsenide quantum boxes. A.
Montes, C. A. Duque, N. Porras Montenegro. IX Latin American Congress on

Surface Science and its Applications (CLACSA-9). (1999).

Optimizacao da formulagcao de um convertedor de ferrugem. L. M. Ocampo, C.
E. Arroyave, C. A Barrero, S. Pefiaranda. 19° CONBRASCORR. (1999).

NACIONALES

Fotorrespuesta en superconductores de alta temperatura critica. Jaime Osorio,
Doris Girata, Pedro Prieto. Revista Academia Colombiana de Ciencias Exactas
Fisicas y Naturales. 23 (1999) 261-2609.

Lattice dynamics in Al-goethites. C. A. Barrero, R. E. Vanderbeghe, E. De Grave.
Revista Colombiana de Fisica. 31 (1999) 234-238.

Transition and binding energies of excition excited states in GaAs-(Ga,Al)As
quantum wells under a uniform magnetic field. Carlos L. Beltran Rios,
N. Porras-Montenegro, C. A. Duque, A. Montes, L. E. Oliveira. Revista Colombiana
de Fisica. 31 (1999) 259-262.

Transformaciones de la herrumbre por la accién de algunos convertidores. C.
A. Barrero, L. M. Ocampo, C. E. Arroyave, S. Penaranda. XVIIl Congreso
Colombiano de Fisica. (1999).

Proteccion anticorrosiva de algunos convertidores de herrumbre. L. M.
Ocampo, C. E. Arroyave, C. A. Barrero, S. Pefaranda. XX Congreso Colombiano de
Ingenieria Quimica. (1999).

2000

INTERNACIONALES

Mossbauer characterization of iron oxides and (oxy)hydroxides: the present
state of the art. R. E. Venderberghe, C. A. Barrero, G. M. da Costa, E. Van San,
E. De Grave. Hyperfine Interactions. 126 (2000) 247-259.

Room temperature magnetic properties of quenched-disordered FeAl alloys: A
simulational study. J. Restrepo, G. A. Pérez Alcazar, D. P. Landu. Journal of
Applied Physics. 87 (2000) 6528-6530.
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Magnetic properties of disordered Feos.XMno1Alx alloys. J. Restrepo, G. A. Pérez
Alcazar, J. M. Gonzélez. Journal of Applied Physics. 87 (2000) 7425-7529

Interpretation based on a binomial method of the hyperfine field distributions of
disordered FeoosxMng Al alloys. J. Restrepo, G. A. Pérez Alcazar. Journal of
Magnetism and Magnetic Materials. 213 (2000) 135-142.

The relation between corrosion rates and corrosion products from low carbon
steel. A. L. Morales, D. Cartagena, J. L. Rendoén, A. Valencia. Physica Status Solidi
(b). 220 (2000) 351-356.

Density of states of a donor impurity in a GaAs quantum box under the action
of an applied electric field. A. Montes, C. A. Duque, N. Porras Montenegro. Physica
Status Solidi B Basic Research. 220 (2000) 181-185.

Confined magneto-excitons in GaAs-(Ga, Al)As quantum wells. C. L. Beltran, C.
A. Duque, A. Montes, N. Porras Montenegro, L. E. Oliveira. Physica Status Solidi B
Basic Research. 220 (2000) 137-139.

Description in a local model of the magnetic field distributions of mechanically
alloyed Fe-Si (3.5 wt%). H. Sanchez Sthepa, J. Restrepo, M. Fajardo, G. A. Perez
Alcazar. Physica Status Solidi B Basic Research. 220 (2000) 347-349.

Hyperfine magnetic field distributions of Fe(s.qMn,Al,, disordered alloys:
Interpretation in a local model. J. Restrepo, G. A. Pérez Alcazar. Physica Status
Solidi B Basic Research. 220 (2000) 395-399.

Room temperature magnetic properties of the mechanically alloyed Feqs-
«Mn,Aly, system. J. Restrepo, G. A. Pérez Alcazar, J. M. Gonzalez. Physica Status
Solidi. 220 (2000) 429-434.

Polaron free energy in GaAs quantum wells. M. E. Mora Ramos, C. A. Duque.
Physica Status Solidi B Basic Research. 220 (2000) 159-162.

Structural and Electrical Properties of Grain Boundary Josephson Junctions
Based on Bi2Sr2CaCu208+6 thin films. W. Lopera, D. Girata, J. Osorio, P. Prieto.
Physica satus solidi B Basic Research. 220 (2000) 483-485.

Intraexcitonic energy transition in GaAs quantum well. W. Ospina, P. Aristizabal,
R. L. Restrepo, A. Montes, C. A. Duque. Physica Status Solidi B Basic Research. 220
(2000)131-135.
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Internal transitions of confined magnetoexcitions in GaAs-(Ga, Al)As quantum
wells. C. A. Duque, C. L. Beltran, A. Montes, N. Porras Montenegro, L. E.
Oliveira. Physical Review B. 61 (2000) 9936-9939.

Magnetic properties of Feo9.qMno;Al, disordered alloys: Theory. J. Restrepo, G.
A. Pérez Alcazar. Physical Review B Condensed Matter and Material Physics. 61
(2000) 5880-5883.

NACIONALES

On the magnetic properties of FeosMn,Al,. disordered alloys: A theoretical
approach. J. Restrepo, G. A. Pérez Alcazar. Revista Colombiana de Fisica. 31
(2000) 279-283.

The role of the electric field on the binding energy of the 2p.-like hidrogenic
state in rectangular GaAs quantum-well wires. A. Montes, C. A Duque, N. Porras
Montenegro. Revista Colombiana de Fisica. 32 (2000) 55-58.

Doppler broadening of positron annihilation line in y-phase Sn-In alloys. A. L.
Morales, J. David, E. Dryzek, J. Dryzek, J. Kuriplach. Revista Colombiana de Fisica.
32 (2000) 47-50.

Theoretical consideration of the density of shallow-acceptor impurity states in
GaAs quantum boxes. C. A. Duque, A. Montes, N. Porras Montenegro, L. E.
Oliveira. Revista Colombiana de Fisica. 32 (2000) 5-8.

2001

INTERNACIONALES

Possible improvements in the action of some rust converters. C. A. Barrero, L.
M. Ocampo, C. E. Arroyave. Corrosion Science. 43 (2001) 1003-1018.

Autonomous system design for Mossbauer spectra adquisition. A. L. Morales,
J. Zuluaga, A. Cely, J. Tobon. Hyperfine Interactions. 134 (2001) 167-170.

Synthesis of magnetite in presence of Cu®* or Cr**. C. A. Barrero, A. L. Morales, J.
Restrepo, G. Pérez, J. Tobdn, J. Mazo Zuluaga, F. Jaramillo, D. M. Escobar, C. E.
Arroyave, R. E. Vanderberghe, J. M. Greneche. Hyperfine Interactions. 134 (2001)
141-152.
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Magnetic properties of the mechanically alloyed (FeossMng.15)03Cuoz system. J.
Restrepo, A. L. Morales, J. M. Gonzalez, G. A. Pérez Alcazar, G. Medina, C. A.
Barrero, J. Tobon, G. Pérez, O. Arnache, J. D. Betancur, M. A. Giraldo. Hyperfine
Interactions. 134 (2001) 199-206.

A comparative study on the magnetic properties of Arc-Melted and Ball-Milled
FeosxMno1Aly alloys. J. Restrepo, G. A. Pérez Alcazar, J. M. Gonzalez. Hyperfine
Interactions. 134 (2001) 27-35.

Uniaxial stress dependence of the binding energy of shallow donor impurities
in GaAs-(Ga,Al)As quantum dots. H. O. Oyoko, C. A. Duque, N. Porras
Montenegro. Journal of Applied Physics. 90 (2001) 819-823.

Magnetism of Fe-Al disordered alloys: An Ising-Monte Carlo approach. J.
Restrepo, G. A. Pérez Alcazar, D. P. Landau. Journal of Applied Physics. 89 (2001)
7341-7343.

Positron annihilation in Ni;Al: Theory and experiment. S. van Peregem, J.
Kuriplach, M. Hou, E. E. Zhurkin, D. Segers, A. L. Morales, S. Ettaoussi, C. Dauwe,
W. Mondelaers. Material Science Forum. 363-365 (2001) 210-212.

Binding energy and polarizability in GaAs-(Ga,Al)As quantum-well wires. C. A.
Duque, A. Montes, A. L. Morales. Physica B. 302-303 (2001) 84-87.

Shallow-donor states in semiconductor heterostructures within the fractional-
dimensional space approach. L. E. Oliveira, C. A. Duque, N. Porras Montenegro,
M. de Dios Leyva. Physica B. 302-303 (2001) 72-76

Study of surface morphology in epitaxial thin films of HoBa2Cu307-d. W.
Lopera, D. Girata, L. F. Cstro, F. Pérez, E. Baca, P. Prieto. Physica C. 354 No.1
(2001) 433-436.

Terahertz dynamics of magnetoexcitons in semiconductor quantum wells. C. A.
Duque, N. Porras Montenegro, L. E. Oliveira. 14th International Conference on the
Electronic Properties of Two-Dimensional Systems. (2001).

Simulation of positron characteristics in nanocrystalline materials. Jan
Kuriplach, Steven Van Petegem, Danny Seger, Charles Dauwe, Marc Hou, Eugenij E.
Zhurrkin, Helena Van Swygenhoven, Alvaro L. Morales. Materials Research Society.
634 (2001) B3.8.1-B3.8.6.
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NACIONALES

Analisis Mossbauer de magnetitas preparadas mediante hidrélisis de sales de
hierro. M. I. Mejia Correa, C. A. Barrero, A. L. Morales. Memorias XX| Congreso
Colombiano de Ingenieria Quimica. (2001).

La interaccién cuadrupolar eléctrica de la goethita. G. Pérez, C. A. Barrero, A.L.
Morales. Revista Colombiana de Fisica. 33 (2001) 127-130.

Fotorrespuesta de Peliculas delgadas de YBa2Cu307-x dopadas con plata. J. H.
Ballesteros, D. Girata, W. Lopera, G. Bolafos, J. Osorio. Revista Colombiana de
Fisica. 33 (2001) 254-258.

Transformacion magnetita-hematita inducida térmicamente. J. Mazo Zuluaga, C.
A. Barrero, J. Diaz Teran, A. Jerez, J. Restrepo, A. L. Morales. Revista Colombiana
de Fisica. 32 (2001) 230-233.

Effect of the I'-X crossover on the binding energy of shallow-donor impurities in
rectangular GaAs-(GA.Al)As quantum dots. S. Y. Lépez, A. L. Morales, A .Montes,
C. A. Duque. Revista Colombiana de Fisica. 33 (2001) 156-159.

Efecto de la erosion quimica con Br-Metanol sobre la superficie de peliculas
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